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CERTIFICATE

2 | Of Conformity

| |
| Certificate No: 25202502404 |
NS | Applicant: GUANGDONG GOLD MEDAL CERAMICS CO. LTD.
| Address of Applicant: NO.135 (F2),SOUTH DISTRICT, “NATIONAL TORCH PLAN FOSHAN

ELECTRONIC AND ELECTRICAL INDUSTRY BASE” ,BAINI TOWN,SANSHUI
DISTRICT, FOSHAN CITY

Product: PORCELAIN SLAB
IS Type designation: See appendix to certificate of conformity
NG . Technical data: Dry-pressed ceramic tiles for floorings and wall finishes, internal and
20 external, with water absorption £,<0.5%, Group B I a, Glazed, Flat,
S8 )2 | 320cmx=160cm

,‘ The submitted samples of the above product have been tested for CE marking according to the following
European Directives:

(EU)No.305/2011-the Construction Products Regulation
Standard used for showing compliance with the essential requirements in the specified directive:
Standard Test report Issued by Date ,
EN 14411:2016 25202502404  CTC of FOSHAN CUSTOMS Aug. 29, 2025 (S

The referred test report shows that the product complies with standard recognized as giving presumption of
compliance with the essential requirements in the specified EU Directive.

After preparation of the necessary technical documentation as well as the conformity declaration the CE marking
as shown below can be affixed on the product. Other relevant Directives have to be observed.

This certificate is NOT valid for: 7 ) uses in suspended ceilings; £7) uses subject to requirements against
accidental fall of objects on to transit areas; iii) uses subject to dangerous substances regulations; 1v) uses in N
vehicular circulation areas. »:\‘\{ CENTe
This document is the property of Comprehensive Technology Centre of Foshan Customs, and it is not transferable. ‘_:;{;“g_‘ MBS A o
Only the applicant may reproduce this certificate. M B Zp

A
& | ( € h 5
: | XIAO JINGHONG

SR | Director
ZI|1S | Issue Date: Aug. 29, 2025
: Expiration Date: Aug. 28, 2026

N Note: This certificate is part of the full report and should be read in conjunction with it.

COMPREHENSIVE TECHNOLOGY CENTRE OF FOSHAN CUSTOMS
2/F, Building 18, Lanshi International Metal Exchange Center, Kuigiyi Road, Chancheng District, Foshan, Guangdong, China (528000)
TEL: 86-757-83827991
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COMPREHENSIVE TECHNOLOGY CENTRE OF FOSHAN CUSTOMSE S

APPENDIX TO

Certificate of Conformity

Certificate No:
Applicant:
Address of Applicant:

Product:
Type designation:

25202502404
GUANGDONG GOLD MEDAL CERAMICS CO.,LTD.

NO.135 (F2),SOUTH DISTRICT, “NATIONAL TORCH PLAN FOSHAN
ELECTRONIC AND ELECTRICAL INDUSTRY BASE” ,BAINI TOWN,SANSHUI
DISTRICT, FOSHAN CITY

PORCELAIN SLAB

DB2M78BR-Y DB2M15BR-Y DB2M87BR-Y DB2M70BC-Y DB2M65BR-Y

DB2M64BX-Y DB2M71BC-Y DB2M85BR2-Y DB2MS0CC-Y DB2M86BR1-Y

DB2M27BC-Y DB2M243CR-Y DB2M65CR-Y DB2M299BR-Y DB2M300BR-Y

DB2M301BR-Y DB2M302BX-Y DB2M48BR-Y DB2M53BC-Y DB2M53BCT-Y Lz
DB2M48BCT-Y DB2M303BCT-Y DB2T95BC-Y DB2S55BC-Y DB2S54BC-Y | S
DB2S51BC-Y DB2L200CP-Y DB2M79BR1-Y DB2M16AC-Y DB2M15BP | &
DB2A285BL-Y DB2A285BCT-Y DB2A286AL-Y DB2A286BCT-Y DB2A287AL-Y
DB2A287BCT-Y DB2A288AL-Y DB2A288BCT-Y DB2A289AL-Y DB2A289BCT-Y
DB2A290BL-Y JNB32B038P2 JN32B126R2 JNB32B976P2 JN32B617Y2 A
JNB32B949P2 DB2M56BX-Y DB2M27BCT-Y DB2M12BC3-Y DB2S50BC-Y RS
JC32B192Y2 DB2MI0BC-Y GA1632JR12A083N GA1632JR12A084N (e
GA1632JR12A097N GA1632CY12A096N DA1632SM12A117N DA1632SM12A118N |
D1632GA2200A D1632JR2057A D1632JR2058A D1632JR2126A D1632SM2325N
DA1632GA12D032N DA1632CY12D034N DA1632GB12D033N

DA1632CY12D035N D1632DG2103N D1632DG8105N D1632DG2101N

D1632DG2104N D1632DG2100N D1632DG2102N

Note: This certificate is part of the full report and should be read in conjunction with it.

COMPREHENSIVE TECHNOLOGY CENTRE OF FOSHAN CUSTOMS

2/F, Building 18, Lanshi International Metal Exchange Center, Kuigiyi Road, Chancheng District, Foshan, Guangdong, China (528000) [G\N ;‘

TEL: 86-757-83827991
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REPORT NO. :

Rt
NAME OF SAMPLE:

=¥ B A
APPLICANT:

B3
DATE OF TEST:

TECHNOLOGY CENTER

A U

TEST REPORT

25202502404

A]
PORCELAIN SLAB

| RERRETRA
GUANGDONG GOLD MEDAL CERAMICS
CO.,.LTD.

24/07/2025 —22/08/2025 (dd/mm/yy)
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STATE KEY TESTING LABORATORY oF 'EUILDING CERAMICS AND SANITARY WARE
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COMPREHENSIVE TECHNOLOGY CENTRE OF FOSHAN CUSTOMS
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COMPREHENSIVE TECHNOLOGY CENTRE OF FOSHAN CUSTOMS
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TEST REPORT
MERS: 25202502404 oW F2mW
Report No: Page 2 of 6
PR AR ZXRTJ. 320cm*160cm
Name of sample PORCELAIN SLAB Nominal size (N)
RERHE M THERS
Nature of the surface Glazed (GL) Work size AZSam 160012t
%3 B Riitiaimnt
Bla Floorings and wall finishes,
Group Intended use . H
Interior and exterior
23 S BEaE 30
Mark of samples e Quantity of samples 30 Pieces
BT =KX FHEH - mR KT
Rl 1L B E AR e B B 7 R
X 1358 (F2)
NO. 2),SOUT
I ReRRETRAT DIS'I(“)RII::IST(F“ I)NIATIOl:IiAL
ZIEEAL GUANGDONG GOLD ZFEE Ak 2
. 5 TORCH PLAN FOSHAN
Applicant MEDAL CERAMICS Address of applicant
CO.LTD ELECTRONIC AND
2 i ELECTRICAL INDUSTRY
BASE” ,BAINI
TOWN,SANSHUI DISTRICT,
FOSHAN CITY
IR RE EIEEAAR ‘<
Telephone of applicant e Fax of Applicant
R LA AR ERAH S,
Source of Samples Samples selected by applicant Received on
RAEE EN 14411:2016 Ceramic tiles - Definition, classification, characteristics, assessment and
Test Standard verification of constancy of performance and marking
RIS F RSB, FRNTE MRHLE RS EN 14411:2016 FREFHFE G BHE.
Conclusion of Test The results conform-to the requirement of Annex G of standard EN 14411:2016 with
respeg:t t0. the tesiﬂtems )
:  AHZ Ht: JHRES LTRBX BT — W
4 £ (B &BXEHRLT/N\B#%
. Address : 2/F, Building 18, Lanshi
ﬁiﬂ$ﬁiﬁﬁ ﬁﬂiﬁ;ﬁoﬁgﬁ International Metal Exchange Center,
Stamp of Test Unit AV N Unit Kuigiyi Road, Chancheng District,
/’ Foshan, Guangdong, China (528000)
E% ‘29/‘1%’?-_@'5/ HiE (Tel): 86-757-83827991
Date: B (E-mail): fsiqtc@163.com
LRMNERFAFELE LS, PRESRARETAREXEFRESANEERAENRENNE,
All  tests are carried out conmscientiously to the best of our knowledge and ability.
This report does not in any respect absolve the other related parties from his contractual and legal obligations.
o LARBEFLBEHEFT, FERIHHIARE;
This report shall not be reproduced, except in full, without the prior written approval from the issuing laboratory.
Notes 3AME N R MRS,
The results in this report apply to the samples only.
4 AR EFRORREBABREMHTAEYN, %&iﬁ%’lﬁﬁﬁ%ﬁ
The product information is declared by applicant, and laboratory is not responsible for the authenticity.

R EA
Tested by

L3 b ‘
?“ ‘{—ﬁ- )Z) Inspected by ‘—5@\%}1\ Approved by ?a ‘%7\ >

RZE-T 2(2)
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COMPREHENSIVE TECHNOLOGY CENTRE OF FOSHAN CUSTOMS

RRR 5
TEST REPORT

MERS: 25202502404 FeW EL3IW
Report No: Page 3 of 6

RIGHRAIEH

Remark of applicant

FRAFIER: AW
Product family: = PORCELAIN SLAB

RERE: FEH, 5

Nature of the surface: Flat, Glazed (GL)
=i H Group: Bla

% YR~ Nominal size (N): 320cmx160cm

A RFIFTE SR HEE Items in the family:

DB2M78BR-Y DB2M15BR-Y DB2M87BR-Y DB2M70BC-Y DB2M65BR-Y DB2M64BX-Y DB2M71BC-Y
DB2MS85BR2-Y DB2M90CC-Y DB2M86BR1-Y DB2M27BC-Y DB2M243CR-Y DB2M65CR-Y DB2M299BR-Y
DB2M300BR-Y DB2M301BR-Y DB2M302BX-Y DB2M48BR-Y DB2M53BC-Y DB2M53BCT-Y DB2M48BCT-Y
DB2M303BCT-Y DB2T95BC-Y DB2S55BC-Y DB2S54BC-Y DB2S51BC-Y DB2L200CP-Y DB2M79BR1-Y
DB2M16AC-Y DB2M15BP DB2A285BL-Y DB2A285BCT-Y DB2A286AL-Y DB2A286BCT-Y DB2A287AL-Y
DB2A287BCT-Y DB2A28SAL-Y DB2A288BCT-Y DB2A289AL-Y DB2A289BCT-Y DB2A290BL-Y JNB32B038P2
JN32B126R2 JNB32B976P2 JN32B617Y2 JNB32B949P2 DB2M56BX-Y DB2M27BCT-Y DB2M12BC3-Y
DB2SS0BC-Y JC32B192Y2 DB2M90BC-Y GA1632JR12A083N GA1632JR12A084N GA1632JR12A097N
GA1632CY12A096N DA1632SM12A117N DA1632SM12A118N D1632GA2200A D1632JR2057A D1632JR2058A
D1632JR2126A D1632SM2325N DA1632GA12D032N DA1632CY12D034N DA1632GB12D033N
DA1632CY12D035N D1632DG2103N D1632DG8105N D1632DG2101N D1632DG2104N D1632DG2100N
D1632DG2102N

ERFIFTRET WS TR JHs, 6 AR R A MR A T B U R R ERER —B, XBIETFI M.

All items in the family are same in water absorption, dimensions and thickness, material, method of manufacture
and natural of surface except for the design of appearance.

RRRH
Photo of Samples

A A
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COMPREHENSIVE TECHNOLOGY CENTRE OF FOSHAN CUSTOMS

B

TEST REPORT
MERS:
Report No:

25202502404 oW F 44 W

Page 4 of 6

EN 14411:2016 Ceramic tiles - Definition, classification, characteristics, assessment and verification of constancy of performance and marking

Annex G Requirements for dry-pressed ceramic tiles with low water absorption of Group B [ a (£, <0,5 %)

<~

& Hae Lot iR =R RRSR Hse
Clause Properties Test Method Requirements Results Verdicts
L | RTRRERE
Dimensions and surface quality
KE
Length +0.6% 0 P
op | SHEHTHRAENFIERTHL | ENISO
: VFRZE 10545-2:2018
The deviation, of the average size for each +2.0mm 0~+0.2mm P
tile from the work size
RE
Width +0.6% +0.02%~+0.03% P
BHREMFHRTHENF TERTHR ENISO
TRE 10545-2:2018
The deviation, of the average size for each +2.0mm +0.2mm~+0.4mm P
tile from the work size
EE
A2 Thickness +5% +0.2%~+1.3% P
FHReEEENFHEEMAMN T IERSTH
B RV e
ks o 10545-2:2018
The permissible deviation, of the average
thickness of each tile from the work size +0.5mm 0~+0.2mm P
thickness
ET
Physical properties
Rk Ex<0.5% 0.05% P
RESE ENISO
B.1 3 BAMER KT 0.6%
Water absorpti 10545-3:2
st PRI | et 0.04%~0.06% P
Percent mass fraction
0.6%
B.2 B 2 x ENIso >1300 4950 P
Breaking strength, in N 10545-4:2019
BT RAE/(N/mm?) FH{E>35
Modulus of rupture, in N/mm? ENISO Minimum 35 52.0 N/A
B.3 AERTRERGREE> 3000N (If8 &R i
. ; - . 10545-4:2019 B AME>32
Not applicable to tiles with breaking = A
.3 i 49.7~33.9 N/A
strength > 3000N Individual minimum 32
o & TSRS 4%
Abrasion resistance ENISO Report abrasion class Class 4 ax
B4 | FTHEIE A R AR i B 10545-7:1998 = >
Resistance to surface abrasion of glazed tiles /AC:1999 T B 6000 _
intended for use on floors Report cycles passed
FmE iA; y. vy E\
pe | TR ENISO R IR #"”’Iﬁ%‘&irﬁ R ”
i Thermal shock resistance 10545-9:2013 Pass o
Fully resistance
3 O LA 18 aly
py | DRERME. HRiEE EN ISO RS IR ﬁ””%“ﬁ;j%%%ﬁl .
) Crazing resistance: glazed tiles 10545-11:1996 Pass #*
Fully resistance
=] U o
EE ENISO crn e T I
’ Frost resistance 10545-12:1997 Pass

Fully resistance

RZE-T 2(2)
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COMPREHENSIVE TECHNOLOGY CENTRE OF FOSHAN CUSTOMS

RS
TEST REPORT

MEHES: 25202502404 oW FESsW
Report No: Page S of 6

EN 14411:2016 Ceramic tiles - Definition, classification, characteristics, assessment and verification of constancy of performance and marking
Annex G Requirements for dry-pressed ceramic tiles with low water absorption of Group B 1 a (E» < 0,5 %)

& fae B ITEE =R RALER Hse
Clause Properties Test Method Requirements Results Verdicts|
o | BRER
’ Slipperiness
BIERNFHRA A
DIN EN 16165: Gsbod: <6°
iR ak, FEmE 2023 MR Ramp test value
Shod ramp test i B Declared value Oshod: <6° o
AR BB —
Slip resistance class: —
B4, PTV 96 B esteell B 7 P Fik Dry: 56
Pendulum friction test, PTV 96 } Declared value B Wet: 12 i
Annex C
HEnE: A14R
HiE: Alafk
B.14 Bk fEgE JoE Al or Alp 2 Used for walls: 5
Reaction to fire CWT Class Al or Alg Class Al
Used for floorings:
Class Aljy
c | REER
Chemical properties
c1 | WiERE
Resistance to staining
a)FE il IR AR ENISO METF 3 % 5% 5
a) Green staining agent in light oil 10545-14:2015 Minimum Class 3 Class 5
by P 4 15 e ENISO FMEF 3% 525 2
b) Red staining agent in light oil 10545-14:2015 Minimum Class 3 Class 5
¢) 13g/L BAER ENISO METF 3 4% 5% p
c) lodine, 13g/L solution in alcohol 10545-14:2015 Minimum Class 3 Class 5
dyRiHE B | EN ISO TMEF 3 % 5 % ”
d) Olive oil 10545-14:2015 Minimum Class 3 Class 5
cy | WAERTRE
Resistance to chemicals
T 2% B2 4 S BRI A v it £h 26
Resistance to household chemicals and swimming pool salts
2L Y
2R ”i{«t%fm&, 100g/L S FEF B %
a) Household chemicals: Ammonium 10545-132016 Miirnm class A P
chloride, 100g/L ’
e RN ENISO MET B &
b) Swimming pool salts: Sodium 10545132016 Ml clis B A P
hypochlorite solution, 20mg/L ’
T VR FE R AT
Resistance to low concentrations of acids and alkalis
a) 3% BRI (v/v) ENISO TRERRL R LA
a) Hydrochloric acid solution, 3% (v/v) 10545-13:2016 Declared value
b) ITERERIE, 100g/L ENISO mERMER LA -
b) Citric acid solution, 100g/L 10545-13:2016 Declared value
c) SEULFER, 30gL ENISO S guRllESE S LA
¢) Potassium hydroxide, 30=g/L 10545-13:2016 Declared value

RZE-T 2(2)
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COMPREHENSIVE TECHNOLOGY CENTRE OF FOSHAN CUSTOMS

AR 5
TEST REPORT

F6eH Fe W
Page 6 of 6

MEHS:
Report No:

25202502404

EN 14411:2016 Ceramic tiles - Definition, classification, characteristics, assessment and verification of constancy of performance and marking

Annex G Requirements for dry-pressed ceramic tiles with low water absorption of Group B I a (£, <0,5 %)

X i3 B R RAER Hse
Clause Properties Test Method Requirements Results Verdicts}
c2 T e A P P A
g Resistance to high concentrations of acids and alkalis
a) 18%ERERE R (vIV) EN ISO WG g 3 HA o
a) Hydrochloric acid solution, 18% (v/v) 10545-13:2016 Declared value
b) 5 %FLERIEH (v/v) EN ISO GRS E HA -
b) Lactic acid, 5 % (v/v) 10545-13:2016 Declared value
c) AEMWET, 100g/L ENISO WEEREER HA L
¢) Potassium hydroxide, 100g/L 10545-13:2016 Declared value

FiE 15 85 Possible test case verdicts

1. P(ass) : &% Test item does meet the requirement.
2.F(ail): NEH% Test item does not meet the requirement.
3. —: KHATHIE Verdict was not carried out.

4. N/A : F3EH] Test case does not apply to the test item.

Fk RN

%5 45 End of Test Report

RZE-T 2(2)



